January 27, 2017
PCC CURING-SEALING MATERIALS

Specification Reference: 702.22 & 912.02 SM Material Code: 912M00160

Test results indicate that when the following materials are used in accordance with
the manufacturer's recommendations, the curing-sealing material will be acceptable.

Source Manufacturer Approval Comments
Code Product Name Number
9601 CHEMMASTERS-———————————————————————mmmmmmmmmm—————— w048007
TEXTUREDOT
9529 TEXTURED COATINGS OF AMERICA, INC------—-—-—-—-——————-— wW028006

TEX-COTE XL 70 WITH SILANE

lofl



